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2. This testreport is invalid without the signature of the tester, reviewer and approver of the company.
5 . This test report result 1s only responsible for the detection location method m real time

4 . This testreport shall not be copied in any way without the written approval of the Company.
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Tensile Test Report
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1 M HE
FE b EN 4T3 ‘ INS ’
AR - HRCORURIR SR RAE The date of 2026.04.20
Client Xuzhou Liange Machinery Equipment Co., Ltd. :
detection
ICRRS :
JL-HS20265610
Record number
TEse: U4000P85-1 P MBS E 3% =]
) U4000P85-1 Phvsical and Chemical Tests on Entrustment 2026042414502268
Project name :
Hot-Rolled Samples number
{ﬁﬁ o 2026HS-LGRO12
Project number
s H ¥ e .
Surveillance ol f LoME GY-HS21
, Tension test PROC
project
y U4000P85-1 3G 1 -fu {lialdF g
uHEER - : . HEH
U4000P85-1 Hot-rolled specimen — Tensile test ,
Sample name Sample material
sampie
OU4000P85-1 Number of i
Sample number One piece
samples
mm El=
A $12.5*180
Standard mm figure number
SR
Ambient 24°C /
temperature
A h et WDW-300 &E. gl -
_ | | | ] Equipment Y019
Device name universal test(ing) machme  WDW-300
number
5L o GBT 22812021 < £E## fMiE 1507 : ERiiSHE>
Criterion of GB /T 228.1-2021. Tensile testing for metallic materials- -Part 1: Test methods at room
WEhvE
Criteria for
evaluation
B oo FitB{nFSdE N S LEE, HENRRTEhIEETS ISR ERR .

Sample status

The samples submitted by the entrusting unit are the processed samples, and the size and

processing accuracy of the samples meet the requirements of the testing standards.

e

Conclusion

RGBT 228. 1202 MHFE , RIBEREEHTION, HMEREN T .

According to GB / T 228.1-2021 test standard, the test results are shown 1n the following

below.
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Pull stretch try examine bear fruit reach comment fix
b .
. _ GB/'T 228.1-2021 Criteria for
Criterion of detection :
evaluation
emE Fm24T IRESIS i
Test temperature Room temperature Test objective
RS OU4000P853-1 = ”_l 5
Sample number Influencing factor
] /MPa 0.2 Z/Y%
Tensile strength Yield strength : | Reduction of area
Test parameters Elongation A/%
Rw/MPa Rp0.2 Z/%
BFBEAEK
Customer technical
requirements
x 1119NPa 1016MPa 10% 58%
Test result
Bt B PR 3
Broken position Internal fault of standard distance
R S5
Conclusion of the
experiment
i (RRRZERST
Remarks (Missing
arrears type and
dimensions)
PSS I ZE P4 Tensile test curve graph
1231.0 Y : Y : ’ : '
1107.9 R : ; - !
e e S B B e o
861.7|-1— R e e M EE s S
g 7386 : i -t |
£ 6155t % f— § : et _—
© 0
246.2}- F——1——1—1
123.1 fresmnnnnans e i +++++++++ + ---------- 4 ----------- i +++++++++++ i -------- 4- ---------- + ----------------------
21 42 63 84 105 126 147 168 189 210
A (%)
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Impact test report
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" £MNHE
eS 12 0 AR RHUE EHRAS Kemrenr) —
Client Xuzhou Liange Machinery Equipment Co., Ltd. ; I
detection
‘Eﬁ EI:I
-HS20263
Record number e
TEsw U4000P85-1 I3RS FHRS
Proiect U4000P85-1 Physical and Chemaical Tests on Entrustment 2026042414502268
T Hot-Rolled Samples number
].ﬁa 2026HS-LGRO12
project number
s H B -
Surveillance B - E GY-HS23
' , Blow-test PROC 2
project
o U4000P85-1 33 HFEf4-EiiE e
WHEEr _ ST WFEH R
U4000P85-1 Hot-rolled specimen-Impact .
Sample name Sample material
specimen
S N - st
OU4000P83-1-1=2=3= Number of :
Sample number Three pieces
samples
R mm Hin
10*10%33 Ambient 24°C
Standard mm
temperature
AR JB-300B
: LR v i CDC-60 RHRS :
REEE ;:“:ac_f Eﬁxﬁtﬁemn machine IB-300B Equipment Y020
Device name P g 5 5 e Y026
Impact test low-temperature tank number
CDW-60
ST

Criterion of
detection

GB'T 220-2020< £ /@1t Btz hEuiahiz>
GB'T 220-2020 € Metallic materials-charpy pendulum impact test method >

ERVE
Criteria for
evaluation

B Copeok

Sample status

ZHEDEREANCM

A, AR TS0

RSt ER R

The samples submitted by the entrusting unit are the processed samples, and the size and
processing accuracy of the samples meet the requirements of the testing standards.

&

Conclusion

HdE GB'T 220-20204 MR 0l HEITIZN, 1MERFUT IR

The commissioned samples were tested according to GB / T 229-2020 test standard. The test

results are shown in the following table.
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BGT9 b S SRR W E
Pull stretch try examine bear fruit reach comment fix
M GB/'T 229-2020 Wi
Criterion of detection Criteria for evaluation
R N 7S x
Test temperature Iinfluence factor Nothing
RS D83
Sample number :
RS OU4000P83-1-1= OU4000P85-1-2= OU4000P85-1-3=
Sample number
BFBEAREK
Customer technical
requirements
ASERKV/J b .
%K_ o 571 58] 607
Test resultK\:/J
*FEHEK VI -
Average valueK\V»/J i
FLCSLo9
Conclusion of the
experiment
i P2
Remarks
idln'ﬁﬁﬂlmpact fracture surface diagram
+* 4
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Rockwell hardness test report
T8 TREETE =
= GY-HS018 _ E JL-HS20265610 R BG2026HSZ5610
Process Original record number Report number
gy R TIEE R RAS 7,0 i 3
N Xuzhou Lianggeer Machinery The quantity of ,
Entrust Unit , ) : Three pieces
Equipment Co.. LTD detection
U4000P83-1 | H IS 3 ”
TR X FOLIRAEIEN TH&ER U4000P85-1 SALEERH
S U4000P85-1 Physical and Chemical P U4000P%5-1 Hot-rolled
e — Tests on Hot-Rolled Samples T T A
R ZHESTH
]_ﬁE 2026HS-LGRO12 : 2026042414502268
Project number Entrust single
I Bt 2z —
AR i Home o
Workpiece 17, 2=, 3=
_ ; send sample Sample number
specifications
FRHAE B3R THH#HE
Surface state Flat and smooth Workpiece
g GB'T 230.1- 2018 @1+ RIBE
R it SHIER: AT WA FRAT
Criterion of . |
_ GB /T 230.1-2018 Metallic Test temperature Room temperature
detection

materials-Roche-hardness testing-Part

570 M= e BT NSRS Y23
Test Equipment Rockwell hardometer Instrument
o] =
Il?s{tii:t S hﬁuﬁeﬁ N?:Ze
BG74 RGBS EHEIHA R Schedule of the Rockwell hardness test data
Hardness., HRC 1 52 32
Depth.mm
lmm 58 57.5 56.5
2mm 58.5 57 57
3mm 58 57 57
4mm 58 57 57
Smm 58 38 57.5
6mm 58 57.5 57
/mm 46.3 F e 43
Smm 35 37 33
Omm 37 345 36
10mm 37.5 36 36
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